
 
 
 

TYPICAL ANALYSIS 
 
 
 

CATALOG NUMBER ​ ​ VA-103             

ITEM NAME: ​ ​ ​ VANADIUM METAL POWDER            

CAS NUMBER: ​ ​ ​ 7440-62-2 

 

 

TYPICAL CHEMICAL ANALYSIS 

 

 

V O Fe Si Cr 
99.9 0.035 0.034 0.005 0.014 

 

 

 

TYPICAL SCREEN ANALYSIS 

 

Size   

-100 mesh   

 

 
 

The above analysis is carried out as part of our internal quality control testing and is based upon our analysis methods. 
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