
 
 
 

TYPICAL ANALYSIS 
 
 
 
CATALOG NUMBER ​ ​ MU-101               

ITEM NAME: ​ ​ ​ MULLITE POWDER                 

CAS NUMBER: ​ ​ ​ 1302-93-8  

​  

 

TYPICAL CHEMICAL ANALYSIS 

 

TIO2                          ​  ​ 0.03000 

SIO2                          ​ ​ 25.6500 

FE2O3                         ​  ​ 0.22000 

CAO                           ​  ​ 0.34000 

MGO                           ​  ​ 0.07000 

NA20                          ​  ​ 0.45000 

K2O                           ​  ​ 0.05000 

AL2O3                         ​              73.19000 

 

 

TYPICAL SCREEN ANALYSIS 

 

D 50:  4.99 MICRONS                             

 

Average Particle Size: ​ ​ 1-5 MICRONS​              

 
​  

The above analysis is carried out as part of our internal quality control testing and is based upon our 
analysis methods. 
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