
 
 

 

CU 101 – 102 - 103 

Copper Powder, Flake 

  
CU 101 – 102 - 103 

 

Formula Cu 

Purity 99.9% min metals basis 

Particle size 1-5 um, -325 mesh, -100 mesh 

 
 Chemistry 

  

Elements Typical Results 

Copper 99.9 

Hydrogen loss <0.20 

Acid insoluble <0.1 

Iron 0.01 

Lead 0.01 

All others 0.05 

 
 

Particle Size 

  

Catalog Number Size 

CU 101 1–5-micron APS 

CU 102 -325 mesh 

CU 103 -100 mesh 

 

 
 

The above grades of high purity copper powder are produced by an atomization/reduction process that results in 

generally, irregularly shaped flake particles. They are coated to minimize oxidation during storage and use. They 

are used in the manufacture of electrical contacts, sintered permanent magnets, carbon brushes, friction materials, 

for bonding diamonds and in the matrix for abrasive wheels. They are also used in brazing pastes, in rubber 

compounds, as a filler in plastics, in special cements, in pyrotechnics and in other chemical applications. 
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